
Treatment Control Group Dawn Jet Tide Wisk
Average for All 

Detergents

Trial #1 45.4 48.5 52.5 47.0 49.1 49.3

Trial #2 57.9 40.2 41.1 50.1 48.1 44.9

Trial #3 44.9 50.4 45.9 47.5 48.0 48.0

Trial #4 46.5 50.0 51.7 47.2 48.0 49.2

Average (Oil 
+ Pad)

48.6 47.3 47.8 48.0 48.3 47.8

Average 
Mass of Dry 

Pad
17.5 17.5 17.5 17.5 17.5 17.5

Mass of Oil 
Absorbed

31.1 29.8 30.3 30.5 30.8 30.3

Percent 
Difference 

from Control
0.0% -4.4% -2.7% -2.2% -1.1% -2.6%

Mass of Oil Absorbed by Polypropylene Pads when Mixed with Detergents
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